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CU ALLOY - ALUMINIUM BRONZE [AB2]

(o)
Tensile strength 0.2% proof Elongation Allowable
R. strength A temperature
Material Form Standard Name/symbol Number 5 R02 Equivalent range
N/mm 5 %
, N/mm ,
min. min. °oC
approx.
E‘;gi‘;'eA'“m'”'”m Cast | BSEN 1982 CuAlIOFe5NIi5-C | CC333G 600 250 13 BS 1400 AB2 -196 to +350
Unless otherwise stated, values are for sand castings, designation ‘GS'.
TYPICAL CHEMICAL COMPOSITION
Al Cu Fe Mn Ni Bi Cr Mg Pb Si Sn Zn
% % % (max) % % (max) % (max) % (max) % (max) % (max) % (max) % (max) %
8.5-10.5 76.0-83.0 40-55 3.0 4.0-6.0 0.0l 0.05 0.05 0.03 0.1 0.1 0.5
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WSM Ltd. has made every attempt to ensure the accuracy and reliability of the information provided in this datasheet based on best available information at the time of publication.

Data in this publication is provided for information only, is subject to change without notice and does not form part of any contract.
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